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Test Description Qty

Moisture Content
BS 1377:1990 - Part 2 : 3.2 - * UKAS

5

4 Point Liquid & Plastic Limit
BS 1377:1990 - Part 2 : 4.3 & 5.3 - * UKAS

5

PSD Wet Sieve method
BS 1377:1990 - Part 2 : 9.2 - * UKAS

2

Disposal of samples for job 1
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Wayne Honey (Administrative/Quality Assistant)

Paul Evans (Quality/Technical Manager)Darren Bourne Approved 19/06/2020

Operators Checked 19/06/2020

Brown fine to coarse gravelly sandy silty CLAYSA1 D 0.50

TP3 D 1.00 Brown fine to medium gravelly silty CLAY

Brown fine to medium gravelly silty CLAYBH3 D 2.40

BH2 D 1.40 Brown fine to medium gravelly silty CLAY

Brown fine to medium gravelly silty CLAYBH1 D 1.70

Sample 

Number

Sample 

Type
Depth (m) Descriptions

Sample/Hole 

Reference

Site Name Dowlais Primary School, Dowlais, Merthyr

Date Tested 12/06/2020

DESCRIPTIONS

Contract Number 48807

NATURAL MOISTURE, LIQUID LIMIT, PLASTIC LIMIT AND 

PLASTICITY INDEX

( BS 1377 : Part 2 : 1990 Method 5 )
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Symbols: NP : Non Plastic # : Liquid Limit and Plastic Limit Wet Sieved

v

12/06/2020

Sample/Hole 

Reference

Wayne Honey (Administrative/Quality Assistant)

Paul Evans (Quality/Technical Manager)

PLASTICITY CHART FOR CASAGRANDE CLASSIFICATION

BS 5930:1999+A2:2010
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Operators Checked 19/06/2020

19/06/2020ApprovedDarren Bourne

Sample 

Type

Project Location

Date Tested

NATURAL MOISTURE, LIQUID LIMIT, PLASTIC LIMIT AND 

PLASTICITY INDEX

( BS 1377 : Part 2 : 1990 Method 5 )

48807

Dowlais Primary School, Dowlais, Merthyr

Contract Number

Moisture 

Content %
Depth (m)

12

17

281.70

1.40
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Remarks

Preparation and testing in accordance with BS1377 unless noted below

Soil Description

19/06/2020 Paul Evans

% Passing

0.212 56

0.15 52

0.063 40

0.6 65

0.425 63

0.3 60

2 71

1.18 69

5 74

3.35 73

10 77

6.3 74

Operators Checked 18/06/2020 Wayne Honey

RO/MH Approved

40

Sand

Silt and Clay

63 100

28 85

20 81

14 79

37.5 92

0

29

Cobbles

Gravel

50 100

31

75 100

Date Tested

Particle Size 

mm

16/06/2020

Brown fine to coarse gravelly fine to coarse sandy SILT/CLAY

Sample Type

125 100

% Passing

Sieving Sedimentation

Particle Size 

mm

90 100

%  dry massSample Proportions

Contract Number

Borehole/Pit No.

Site Name

Depth Base

Depth Top 2.10

PARTICLE SIZE DISTRIBUTION
BS 1377 Part 2:1990

Wet Sieve, Clause 9.2

48807

SA1

Dowlais Primary School, Dowlais, Merthyr Sample No.
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Remarks

Preparation and testing in accordance with BS1377 unless noted below

Soil Description

19/06/2020 Paul Evans

% Passing

0.212 43

0.15 39

0.063 30

0.6 50

0.425 49

0.3 46

2 55

1.18 53

5 58

3.35 57

10 60

6.3 58

Operators Checked 18/06/2020 Wayne Honey

RO/MH Approved

30

Sand

Silt and Clay

63 86

28 70

20 64

14 62

37.5 73

14

31

Cobbles

Gravel

50 86

25

75 86

Date Tested

Particle Size 

mm

16/06/2020

Brown fine to coarse sandy silty/clayey fine to coarse GRAVEL (with 

cobbles)

Sample Type

125 100

% Passing

Sieving Sedimentation

Particle Size 

mm

90 100

%  dry massSample Proportions

Contract Number

Borehole/Pit No.

Site Name

Depth Base

Depth Top 2.80

PARTICLE SIZE DISTRIBUTION
BS 1377 Part 2:1990

Wet Sieve, Clause 9.2

48807

SA2

Dowlais Primary School, Dowlais, Merthyr Sample No.
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